
APPENDIX 4 
 

Diamond Drilling Fire assay results for intervals of mineralisation greater than 0.5g/t Au 
 

ALLIANCE (Grid: GDA94) 
         Hole Name 

Hole 
Type Purpose Northing Easting RL Dip Azimuth 

EO
H From To Length 

Au 
(ppm) 

14MDD002 DDH Metallurgical 7007640 645581 474 -81 282 56.3 22 23 1 1.22 

                  42.75 46 3.25 7.55 

14MDD003 DDH Metallurgical 7007843 645601 473 -80 275 80 76 77 1 3.99 

14MDD004 DDH Metallurgical 7007881 645494 466 -85 282 54.5 36 38 2 14.08 

             NEW ALLIANCE (Grid: GDA94) 
         

Hole Name 
Hole 
Type Purpose Northing Easting RL Dip Azimuth 

EO
H From To Length 

Au 
(ppm) 

14MDD001 DDH Metallurgical 7008170 645769 467 -81 281 84.3 52 53 1 7.58 

                  58 59 1 2.02 

                  63 64 1 10.60 

                  67 69 2 1.83 

14MDD005 DDH Metallurgical 7007996 645773 467 -82 278 59 39 41 2 0.72 

                  46 49 3 1.10 

14MDD006 DDH Metallurgical 7008059 645750 468 -85 272 68.5 38 41 3 0.65 

                  44 47 3 1.74 

                  47.5 51 3.5 6.10 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 




